Test Report No. SO9MEC05813/ED

dated 30 Sep 2009 @

PSB Singapore

Note: This report is issued subject to TUV SUD PSB's “Terms and Conditions Governing Technical Services".
The terms and conditions governing the issue of this report are set out as attached within this report.

Choose certainty.
Add value.

SUBJECT:

Testing of magnesium silicate board

TESTED FOR:

Triple Lite Incorporated
2F, No. 78 Fen Liau Road Sec.
1 Linkou Hsiang
Taipei Hsien
Taiwan

Republic Of China

Attn: Ms Julie Huang

SAMPLE DESCRIPTION:

The following items were received on

Sample NI R Nominal Size Quantity
Trilite RMS - Reinforced Magnesium Silicate Boakd'y 50 mm cube 10 pes
(1 pc, each between 8 and 12 mm
stacked and bonded to another
piece to make up to 5 pcs)

TEST METHOD:

Compressive Strength

Adopted BS EN 12390-3 : 2009
Testing Hardened Concrete
Compressive Strength Of Test Specimens

Loading rate : 0.3 mm/min
No. of determinations : 5
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Test Report No. SOOMEC05813/ED
dated 30 Sep 2009 @

PSB Singapore

CONDITIONING:

Unless otherwise specified, all test specimens were conditioned at 23 + 2°C, 70 + 15% relative humidity and tested
at 23 + 2°C, 50 + 5% relative humidity.

TEST RESULT:

Test Unit Trilite RMS - Reinforced Magnesium Silicate Board’
Compressive Strength, average N/mm2 Q\ 8.3

wl /

Eddie Suwand
Associate Engineer
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Test Report No. SOSMEC05813/ED
dated 30 Sep 2009

PSB Singapore

This Report is issued under the following conditions:

1.

Results of the testing/calibration in the form of a report will be issued immediately after the service has been completed or terminated.

2. Unless otherwise requested, a report shall contain only technical results. Analysis and interpretation of the results and professional opinion
and recommendations expressed thereupon, if required, shall be clearly indicated and additional fee paid for, by the Client.

3. This report applies to the sample of the specific product/equipment given at the time of its testing/calibration. The results are not used to
indicate or imply that they are applicable to other similar items. In addition, such results must not be used to indicate or imply that TUV SUD
PSB approves, recommends or endorses the manufacturer, supplier or user of s nent, or that TUV SUD PSB in any way
“guarantees” the later performance of the product/equipment.

4. The sample/s mentioned in this report isfare submitted/supplied/manu Ile SU PSB therefore assumes no
responsibility for the accuracy of information on the brand name, d s gnment or any information
supplied.

5. Additional copies of the report are available to the Client ata addj 'o\g\ e%ihr an s@a copy of this report through TUV SUD
PSB, unless the Client has authorised TUV SUD PSB in wri so

6. \% &e\ po@ time of issue-of the report and such report and

1. a@t@m payment of SUD PSEB's fees for the camying out of

oitto d parties subject to the terms and conditions herein, provided
itled to such conditions on the license as it sees fit.

8. Nothing in this report shall be Ul\ﬁgﬁ as verified orascertained any endorsement or marks from any other
testing authority or bodies

9. This report shall not be reprod ce be made by the Clientto TUV SUD PSB or to the report or results
furnished by TUV SUD PSB in an

10.  Unless otherwise stated, the tests are JPSB Pte Ltd, No.1 Science Park Drive Singapore 118221.

March 2009
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